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Summary 

Rock ID Test ID 
Depth 

(ft) 
Test ID 

Max Shear Stress 
(Mpa) 

Young's Modulus 
(GPa) 

Confining Pressure (Mpa) Remark 

M19    1952.5         
Intact plugs (No test 

data) 
M20   1938         

M21   1954         

M15 
SM_1k 

1950 
SM_1k 23.58 7.65 

6.89 

Bonded w/ 
sandstone 

MS_1k MS_1k 24.97 9.09 

M16 
SM_3k 

1951 
SM_3k 15.26 9.07 

20.68 
MS_3k MS_3k 49.98 9.69 

M9 
MS_5k 

1949 
MS_5k 21.43 8.12 

34.47 
MS_5k MS_5k 27.08 14.34 

M18 
SM_3k_R 

1950.5 
SM_3k_R 24.37 12.86 

20.68 
MS_3k_R MS_3k_R 25.46 12.82 

M7   1970.75         Precut plugs (No test 
data) M10   1948.5         

    1935.6         

Defective plugs (No 
test data) 

    1937.25         

    1937.25         

    1947.5         

    1951.5         

    1952         

    1953         

Note 

SM: bonded rock with top sandstone and bottom mudstone; 

MS: bonded rock with top mudstone and bottom sandstone;  

1k: 1000 psi confining pressure; 

3k: 1000 psi confining pressure; 

5k: 1000 psi confining pressure;  

Defective plugs: not fulfill the requirement of ASTM standard on length-diameter ratio.   


